
NRAY Neutron Radiography Sample Image - Density Variations

Density variations in plastic components have been imaged very effectively with neutron radi-
ography.  An example of this is shown in the radiograph above.  Dark spots, seen in the circled
areas, indicate lower density of material in those areas.  The probability of part failure due to
these density variations is high.


